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CHEMICAL LABORATORY REPORT

Client: SEAB GEMS LTD

P O BOX 13077

ARUSHA

Tanzania

Cell: 0741508302 / 0748882362 / 0744 378177

Type of  Sample: Iron Ore

Number of  Samples: 1

Job requested: Analysis of  Elements 

	Fe (wt %)
	TiO2 (wt %)
	V (wt %)

	52
	11
	0.1


 Purity of Iron Ore Fe (wt)   =   52%

Note :  The sample was analyzed for Total Fe, TiO2 and V using  Atomic Absorption Spectromphotometric Analysis  (ASS) machine. The above data show  that the content of Iron and Titania  Is typical of  the Fe – Ti ores.  However, the content of  Mn, Cr2O3  P2O5 in the sample was not determined. These elements are usually  associated with Fe – Ti  ores of  this Type.
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